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Test Report Number: GZHHO031559701
Applicant: GUANGDONG JAKI TECHNOLOGY AND EDUCATION Date: Apr 19, 2019
CO.,LTD

BATOU XINGDA INDUSTRY ZONE
CHENGHAI SHANTOU GUANGDONG CHINA

Sample Description:

Thirteen (13) sets of submitted sample said to be :

[tem Name . Baby Toy

Item No. © KD3101. KD3101-1. KD3101-2. KD3101-3. KD3101-4. KD3201-1.
KD3201-2. KD3201-3. KD3301. KD3601. KD3602. KD3801. KD3202.
KD3102-1. KD3102-2. KD3102-3. KD3102-4. KD3102-5. KD3102-6.
KD3102-7. KD3102-8. KD3102-9. KD3102-10. KD3103-1. KD3103-2.
KD3103-3. KD3103-4. KD3103-5. KD3103-6. KD3103-7. KD3103-8.
KD3103-9. KD3103-10. KD3203. KD3802. KD3205. KD3302. KD3303.
KD3208. KD3206. KD3507. KD3503. KD3803. KD3101. KD5102.
KD3603. KD3105. KD3106. KD3108. KD3109. KB8. K7. KD3505.
KD3506. KD3805. KD3210. KD3305. KD3110. KD3306. KD3201.
KD3102. KD3103. KD3104. KD3107. KD3110. KD3111. KD3112.
KD3113. KD3114. KD3115. KD3116. KD3117. KD3118. KD3119
Above sample information was submitted and/or identified by client

Labelled Age Group o "M+ M BMH+!
Applicant Specified Age . Qwver 6 months for item No. KD3203;KD3202;KD3101-1;KD3101-2:KD3101-3
Grading for Testing and KD3101-4
Over 18 months for others
Packaging Provided by © Yes
Applicant
Country of Origin : China
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Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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To be continued
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Page 1 of
Intertek Testing Services Shenzhen Limited, Block E No.7-2 Caipin Road, Guangzhou Science City, GETDD, Tel +8620 8213 9688
Guangzhou Branch Guangzhou. \ 111, Huichuang Kongjian, TCL Cultural Industrial Fax +8620 3205 3537
EEREREE BEERAR HanT Park, No69, Guangpu Road Science City, New & Hightech  intertek.com.cn m
Development District, Guangzhou. intertek.com

TOINEFTEE AT E KRERMISE 7 S22 E . WM esiiaime )l
FIEHIE TR 69 S TCL e BiCAIREIR) 111 2. (B4R 510663)



m terte k {\\:"“@’ Y N sPEIE

<= \\h——”/ Ed Eaﬁﬁziik
Total Quality. Assured. m C N A S Rl
s TESTING
e Sl
AR CNAS L0220
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Conclusion:
Tested Samples Standard - U.S. ASTM F963-17 Result
Submitted sample sets Physical and mechanical tests excluding requirement of Pass
section 425 and 6.5
Flammability test of materials other than textile materials  Pass
Tested component(s) of Heavy elements test Pass

submitted sample sets

e e dededede dededede e e dedede ek dededed s dede ek e de dede e deedede o e el e dededede e el de ke e e e ke ke s dede e dede kel e de e el ek ke de e e dede ke e deke e e ek ek ek ke ke

Approved:

% E &

Zhou Rui Bin Crystal Huang
Technical Manager Technical Support Assistant Manager

SRRSO

Iﬂ’age o}

Approveq_:

Intertek Testing Services Shenzhen Limited, Block E No.7-2 Caipin Road, Guangzhou Science City, GETDD, Tel +8620 8213 9688

Guangzhou Branch Guangzhou. \ 111, Huichuang Kongjian, TCL Cultural Industrial Fax +8620 3205 3537

EEREREE BEERAR HanT Park, No69, Guangpu Road Science City, New & Hightech  intertek.com.cn m
Development District, Guangzhou. intertek.com

TOINEFTEE AT E KRERMISE 7 S22 E . WM esiiaime )l
FIEHIE TR 69 S TCL e BiCAIREIR) 111 2. (B4R 510663)



\\_\“\\\‘ Il“?"
N
Intertek &,

Total Quality. Assured.

o EATT
EEEA
A
TESTING
CNAS L0220

Number: GZHH0031559701

Test Report
Tests Conducted
1 Physical and Mechanical Tests

As per ASTM Standard Consumer Safety Specification for Toy Safety F963-17

The submitted samples were undergone the use and abuse tests in accordance with The Federal
Hazardous Substances Act (FHSA), Title 16, Code of Federal Regulations :
Test Test Parameter
Impact test Section 1£00.51(b) 10X 451t
Torgue test Section 1200.53(e) 4 in-lbf
Tension test Section 1500.53(f) 15 Ibf
Compression test Section 1200.53(g) 30 Ibf
Section Testing ltems Assessment
4.1 Material quality (visual check on cleanliness) P
437 Stuffing materials NA
4.5 Sound-producing toys P
4.6.1 T oys intended for children under 36 months (small objects) P
462 Mouth-actuated toys NA
4.6.3 T oys and games for 36 months to 72 months (small part warning) NA
4.7 Accessible edges P
4.3 Projections NA
4.9 Accessible points P
410 \Wires or rods NA
411 Nails and fasteners P
412 Plastic film P
413 Folding mechanisms and hinges NA
414 Cords, straps, and elastics P
4.15 Stability and over-load requirements NA
416 Confined spaces NA
417 \Vheels, tires and axles P
418 Holes, clearance, and accessibility of mechanisms P
419 Simulated protective devices ( such as helmets, hats and goggles) NA
4.20 Pacifiers MNA
4.21 Projectile toys NA
422 T eethers and teething toys P
423 Rattles P
4.24 Squeeze toys NA
4.25 Battery-operated toys #1
4.26 Toys intended to be attached to a crib or playpen NA
4.27 Stuffed and beanbag-type toys NA
4.28 Stroller and carriage toys NA
429 Art materials NA
4.30 T oy gun marking NA
4.31 Balloons NA
4.32 Certain toys with nearly spherical ends NA
4.33 Marbles NA
N AR 0N A0
Page 3 of 9
Intertek Testing Services Shenzhen Limited, Block E No.7-2 Caipin Road, Guangzhou Science City, GETDD, Tel +8620 B213 9688
Guangzhou Branch Guangzhou. \ 111, Huichuang Kongjian, TCL Cultural Industrial Fax +8620 3205 3537
EREREEARSERAT- A Park, No.69, Guangpu Road Science City, New & Hightech intertek.com.cn m

Development District, Guangzhou. intertek.com

TTMEFTEEATE KR FIRAE 7 S22 Edf. [T SHArE KR
FIAIETEG 69 S TCL seib b mRAUE ) 112, (Wi 510663)



o, s EAE
lﬂt@ft@k gho=rs AN
Total Quality. Assured. m CNAS i

e TESTING
’x,/’ﬁ\\ gl oo
Test Report Number: GZHH0031559701
Tests Conducted
Section Testing ltems Assessment
4.34 Balls NA
4.35 Pompoms NA
4.36 Hemispheric-shaped objects NA
4.37 YoYo elastic tether toys MNA
4.38 Magnets NA
4.39 Jaw entrapment in handles and steering wheels NA
4.40 Expanding materials NA
4.41 Toy chests NA
5 Labelling requirement P
6 Instructional literature PH#1
7 Producer's markings
71 - Name of producer/distributor (Package) Yes
] - Address (Package) Yes
e Toy chests NA
7.31 MName and address of manufacturer/distributor/seller NA
7.3.2 Code mark NA
Remark : The submitted samples were undergone the tests in accordance with section 8.5 through
section 8.18 and 8.20 through 8.26 on normal use, abuse and specific tests for different
types of toys whichever is applicable.
P = Pass NA = Not Applicable
#1 = As requested by applicant, section 4.25 and 6.5 were not assessed.

Date sample received :Mar 14, 2019
Testing period :Mar 14, 2019 to Apr 11, 2019

2 Flammability test

As per section 4.2 of the ASTM standard consumer safety specification on toy safety F963-17, the
sample was tested according to Annex AS Flammability testing procedure for solids and soft toys

[ghition Burn
Sample Point Length Time Burn Rate Limit
(inch) (sec) (inch/sec) (inch/sec)
flagpole End 2.0 60.00 0.03 0.1

The submitted toy samples were tested, the above result only showed the most severe burn rate of the
samples.

Date sample received :Mar 14, 2019
Testing period :Mar 14, 2019 to Apr 11, 2019
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Tests Conducted
3 Heavy Elements Analysis (except modelling cla

As per Section 4.3.5 and Section 8.3.2 to 8.3.5 of the ASTM Standard Consumer Safety Specification on Toy
Safety F983-17, heavy elements migration content were determined by Inductively Coupled Argon Plasma

Spectrometry.
Result (ppm) Reporting Lirmit
Element Tested component limit Fo—
(3), (Bito(21) {ppm)
Sol. Barium (Ba) ND 5 1000
Sol. Lead (Ph) ND 5 90
Sol. Cadmium (Cd) ND 5 75
Sol. Antimony (Sb) ND 5 60
Sol. Selenium (Se) ND 5 500
Sol. Chromium (Cr) ND 5 60
Sol. Mercury (Hg) ND 5 60
Sol. Arsenic (As) ND 25 25

Sol. = Soluble
ppm = part per million = mg/kg
MND = Not detected

Tested Components:

(1) @~Coatings (deep blue, white, cyan, orange) on plastic (pattern of face of cyan style).

(2) @Coatings (white, yellow, orange) on plastic (pattern of body of cyan style, blue style).

(3) Coatings (blue, cyan, white, orange) on plastic (pattern of face of blue style) (sample weight: 14.2mg).

(4) @Coatings (red, white, cyan, yellow) on plastic (pattern of face of light red style).

(5) @Coatings (white, blue, yellow) on plastic (pattern of body of light red style, orange style).

(6) Coatings (brown, white, cyan, deep blue, orange) on plastic (pattern of face of orange style) (sample
weight: 15.2mg).

(7)  Cyan plastic (body of cyan style, body of orange style).

(8)  Dark white plastic (face of all styles).

(9  Orange plastic (body of cyan style).

(10)  Light vellow soft plastic (ears of cyan style, light red style, orange style, crown of blue style).

(11) Deep crange soft plastic (loop of cyan style).

(12) Red soft plastic (ornament of cyan style, blue style, orange style).

(13) Yellow soft plastic (ornament of cyan style, blue style, light red style).

(14) Blue soft plastic (crnament of cyan style, blue style, loop, ornament of light red style, orange style).

(15) Blue plastic (body of blue style).

(16) Green plastic (body of blue style).

(17) Light orange soft plastic (loop of blue style).

(18) Light red plastic (body of light red style).
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Tests Conducted

Tested Components:

(19)  Yellow plastic (hody of light red style).
(20) Green soft plastic (ornament of light red style, orange style).
(21) Orange plastic (body of crange style).

@: Since the sample weight of the component was less than 10 mg, soluble heavy metal analysis was not
applicable.

Remark: As requested by the applicant, heavy elements content test was conducted only on
component(s) listed in this report. Other components were not tested.

Date sample received: Mar 14, 2019
Testing period: Mar 14, 2019 to Mar 21, 2019

4 Total Lead (Pb) Content

As per Section 4.3.5 of the ASTM Standard Consumer Safety Specification on Toy Safety FO63-17, test
method CPSC-CH-E1001-08.3, CPSC-CH-E1002-08.3 orfand CPSC-CH-E1003-09.1 were used and total
Lead content was determined by Inductively Coupled Argon Plasma Spectrometry.

() Surface coating

Result (ppm) Reporting ek
Element Tested Component Limit P
(Dto(6) (ppm)
Lead (Pb) ND 10 90
(I Non-surface coating
Result (ppm) Reporting Vit
Element Tested Component Limit BA
(Nto(21) {ppm)
Lead (Ph) ND 10 100
ppm = part per million = mg/kg
ND = Not detected
Tested Components:
(1)  Coatings (deep blue, white, cyan, orange) on plastic (pattern of face of cyan style).
(2) Coatings (white, yellow, orange) on plastic {pattern of body of cyan style, blue style).
(3) Coatings (blug, cyan, white, orange) on plastic (pattern of face of blue style).
(4) Coatings (red, white, cyan, yellow) on plastic (pattern of face of light red style).
(5  Coatings (white, blue, yellow) on plastic (pattern of body of light red style, orange style).
(6) Coatings (brown, white, cyan, deep blug, crange) on plastic (pattern of face of orange style).
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Test Report Number: GZHH0031559701

Tests Conducted

Tested Components:

()

(8)

©)

(10)
(11
(12)
(13)
(14)
(19)
(16)
(17
(18)
(19)
(20)
(21)

Cyan plastic (body of cyan style, body of orange style).

Dark white plastic (face of all styles).

Orange plastic (body of cyan style).

Light yellow scoft plastic (ears of cyan style, light red style, crange style, crown of blue style).
Deep orange soft plastic (loop of cyan style).

Red soft plastic (ornament of cyan style, blue style, orange style).

Yellow soft plastic (ornament of cyan style, blue style, light red style).

Blue soft plastic (ornament of cyan style, blue style, loop, ornament of light red style, crange style).
Blue plastic (body of blue style).

Green plastic (body of blue style).

Light orange soft plastic (loop of blue style).

Light red plastic (body of light red style).

Yellow plastic (body of light red style).

Green soft plastic (ornament of light red style, orange style).

Orange plastic (body of crange style).

Remark: As requested by the applicant, U.S. ASTM F963-17 total Lead content test was conducted only

oh component(s) listed in this report. Other components were not tested.

Date sample received: Mar 14, 2019
Testing period: Mar 14, 2019 to Mar 21, 2019
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Test Report Number: GZHHO0031558701
Tests Conducted
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End of report

This ranart s made sofely on the hasis of your instructions andsor infarmation and materals supnlied by you [tis not infended to be a recammendation far any
particular caurse of action Inferfek does notaccant a dufy of cara ar any other respansibility to any person ather than the Cllent in resnact of this report and anly
accepts liability to the Cllent insofar as is exprassly contained in the ferms and conditions governing {nfertek’s provisfon of services fo you. Inferfek makes no
warranties or reprasentalions eithar exprass or implied with respect fo this report save as provided for in Hose ferms and conditions. We have afmed to conduct
the Review an a diigent and caraful hasis and we do nof accent any fiability fo you for any foss anising out of ar in connection with this report in contract, farf by

statute or otharwise, excapt in the event of our gross negligence or wiu! misconduct This report shall not be reproduced unless with prior wiitten approval from
Infertek Testing Services Shenzhen Limifed, Guangzhou Branch
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Test Report Number: GZHHO031559702
Applicant: GUANGDONG JAKI TECHNOLOGY AND EDUCATION Date: Apr 19, 2019
CO. LTD

BATOU XINGDA INDUSTRY ZONE
CHENGHAI SHANTOU GUANGDONG CHINA

Sample Description:
Thirteen (13) sets of submitted sample said to be :
[tem Name . Baby Toy
Item No. © KD3101. KD3101-1. KD3101-2. KD3101-3. KD3101-4. KD3201-1.

KD3201-2. KD3201-3. KD3301. KD3601. KD3602. KD3801. KD3202.
KD3102-1. KD3102-2, KD3102-3. KD3102-4. KD3102-5. KD3102-6.
KD3102-7. KD3102-8. KD3102-9. KD3102-10. KD3103-1. KD3103-2.
KD3103-3. KD3103-4. KD3103-5. KD3103-6. KD3103-7. KD3103-8.
KD3103-9. KD3103-10. KD3203. KD3802. KD3205. KD3302. KD3303.
KD3208. KD3206. KD3507. KD3503. KD3803. KD5101. KD5102.
KD3603. KD3105. KD3106. KD3108. KD3109. K6. K7. KD3505.
KD3506. KD33805. KD3210. KD3305. KD3110. KD3306. KD3201.
KD3102. KD3103. KD3104. KD3107. KD3110. KD3111. KD3112.
KD3113. KD3114. KD3115. KD3116. KD3117. KD3118. KD3119
Above sample information was submitted and/or identified by client

Labelled Age Group o "M+ M BMH+!

Applicant Specified Age . Qwver 6 months for item No. KD3203;KD3202;KD3101-1;KD3101-2:KD3101-3

Grading for Testing and KD3101-4

QOver 18 months for others

Packaging Provided by © Yes

Applicant

Country of Origin : China

To be continued

Approved:

| —’: '_‘ g):\.,bjf‘
Zhou Rui Bin

Technical Manager
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Sample Description:
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Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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Conclusion:
Tested Samples Standard - U.S. ASTM F963-17 Result
Submitted sample sets Section 4.25 and 6.5 Battery-operated toys Pass
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Technical Manager
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Number: GZHH0031559702

1 Battery-Cperated Toys

As per ASTM Standard Consumer Safety Specification for Toy Safety FO63-17 Section 4.25

Section
4251
4252
4253
4254
4255
4256
4257
4258

4.25.9
42510
4.25.11
5.15
5.15.2
6.5

Remark: P=

Testing ltems
Battery marking

Maximum allowable direct current potential

Protection against charging non-rechargeable battery

Accessible batteries

Accessible batteries that can fit completely within small part cylinder
Isolation of batteries of different types or capacities

Temperature of battery surface

Temperature of battery surface or combustion hazard after normal
use and abuse test

Instruction requirement

Battery-powered ride on toys

Toys that contain secondary cells or secondary batteries
Non-replaceable batteries

Button or coin cell batteries

Instruction on safe battery usage

Pass NA = Not Applicable

Date sample received: Mar 14, 2019
Testing period: Mar 14, 2019 to Apr 10, 2019
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Assessment
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NA
NA
NA
NA

End of report

This report s made solely on the basis of your instructions andsor information and malenals supolied by you IEis nol infended to be a recommendation far any
particular caurse of action. Interfek does not accept a duty of care or any other respansibility to any person aother than the Cllent in respact of this report and only

acceplts liabiily fo the Clent insofar as is expressly contained in the terms and condifions goverming {nfertek’s provision of services o you. Inferlek makes no

warranties or represenialions eithar exprass ar implied with respect o Hrs reporl save as provided for in ose ferms and conditions. Ve have aimed o conduct

the Review on a diigent and careful basis and we do not accept any liabilty (o you for any foss ansmg out of or i connection with this report, i contract, fort, by
statufe or othenwise, except in the event of our grose negligence or wifu! misconduct This report shall not be reproduced unless with prior writfen approval from

infertek Testing Services Shenzhen

timitad, Guangzhou Branch
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Intertek Testing Services Shenzhen Limited, Block E No.7-2 Caipin Road, Guangzhou Science City, GETDD, Tel +8620 B213 9688
Guangzhou Branch Guangzhou. \ 111, Huichuang Kongjian, TCL Cultural Industrial Fax +8620 3205 3537
EREREEARSERAT- A Park, No.69, Guangpu Road Science City, New & Hightech intertek.com.cn

Development District, Guangzhou. intertek.com
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